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SMD Contracts Limited
Unit F2 Pittman Way
Fulwood
Preston
PR2 9ZD

Contact: Victoria Dyson

DATE RECEIVED : 20 NOV 2017
REPUTED FIBRE CONTENT : NOT GIVEN
FABRIC DESCRIPTION : COATED
COLOUR/DESIGN : CHROMA
END USE : UPHOLSTERY

PERFORMANCE STANDARD : GENERAL

REPORT SUMMARY
Tests Method Pass Fail Requirement
Hydrostatic head Hydrostatic Head BS No requirement

3424-26:1990 Method 29C

S. WISEMAN L. SHERIDAN
LABORATORY DIRECTOR LABORATORY MANAGER
This report may not be reproduced except in full without the written approval of HSTTS. In all circumstances results of tests are implied
as referring only to the sample supplied and should not be construed or interpreted on any other basis.  The comments given in the
report are for guidance only and are not a part of the results. Opinions and interpretations expressed herein are outside the scope of
UKAS accreditation.
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PHYSICAL

Hydrostatic Head BS 3424-26:1990 Method 29C  

Sample Area                                                     100cm
Water Temperature                                         20ºC
Rate of Rise of Water Pressure                     60cm/min

                   Test 1        >400cms H2O
                   Test 2        >400cms H2O
                   Test 3        >400cms H2O             
                   Test 4        >400cms H2O
                   Test 5        >400cms H2O

                   Mean        >400cms H2O

Requirement: No requirement
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