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THE FOLLOWING SAMPLE(S) WAS/WERE SUBMITTED AND IDENTIFIED BY/ON BEHALF OF THE CUSTOMER AS:

SAMPLE DESCRIPTION FABRIC
WOVEN Y/D FR FABRIC
COLOUR T14 (MULTI: LAB IDENTIFIED)
STYLE NO. UM13347
END USE/CATEGORY CURTAIN
FIBER CONTENT 100% IFR
COUNTRY OF DESTINATION INDIA
COUNTRY OF ORIGIN INDIA
SAMPLE RECD ON 10/02/2023 TESTING PERIOD: 10/02/2023 - 14/02/2023
CARE LABEL INSTRUCTION DRY CLEAN ONLY
TEST PASS FAIL REMARK
Specification for curtains and drapes X
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Test Results:

Specification for curtains and drapes (BS 5867: Part 2: 2008)
Flammability requirements: Type B performance

As received,

Result: These results may not apply to situations where there is restricted air supply or prolonged exposure to large
sources of intense heat as in a conflagration.

Ce Length Width
Flame application time: 15 s y > 3 ] 5 3
Flame reached an edge : No No No No No No
Hole reached an edge : No No No No No No
Flaming debris: No No No No No No

Requirements: No part of any hole nor any part of the lowest boundary of any flame shall reach the upper edge or
Either vertical edge of any specimen, and there shall be no separation of flaming debris.

Conclusion: The sample tested meets the requirements of BS 5867: Part 2: 2008 Type B performance.
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*** End of Report ***
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